
      

 

ACP TEST REPORT  
PRA Panels Private. Limited. 

PRA Campus, Near 65 CRPF Camp, Baradera, Mandir Hasod, 

Raipur, Chhattisgarh -492101 
Lab Report           :- PRA/LAB/RM/2613  Batch No      :- TC-056 BC-021 LG-2613 

Color Code            :-AT-27     Grade            :- AS-405 

Item Name             :- CHOCOLATE BROWN  Production Date  :- 19-03-2024  

 FG Test Report 

Test Conducted Standards UOM Parameters       Reading 01 Reading  02 Average 

Thickness of Panel By Micrometres mm 4.00 MM 4.04 4.06 4.05 

Thickness of Al. Skin 
(Top) 

By Micrometres mm 0.50 MM 0.522 0.524 0.515 
 

Thickness of Al. Skin 
(Bottom) 

By Micrometres Mm 0.50 MM 0.499 0.499 0.499 

Panel Weight ASTM D 792 Kg/m2 5.85  kg/m2 5.98 5.99 5.985 

Panel Gravity ASTM D 792 Gram /Cm3 1.46 G/cm3 1.48 1.475 1.478 

Dry Film Thickness ASTM D 7091 Um      28 µm 25 28 26.5 

Secular Gloss ASTM D 523 % 35 % 47 48 47.5 

Tensile Strength ASTM D 3039 N/mm2 45 N/mm2 41.5 43 42.25 

Elongation ASTM D 3039 % 15 % 12 12 12 

Solvent Rub Test ASTM D 5402 Dr Passed MORE THAN  
100 D/R 

MORE THAN 
100 D/R 

PVDF 

Pencil Hardness ASTM D3363 HB Passed Passed Passed Passed 

Scratch Test ASTM D3359 100/100 Passed Passed Passed No Pick up 

Peel of Strength ASTM D 903 N/mm 10.00 
N/mm 

9.81 9.42 9.61 

Salt spray test ASTM B 117 
5%NaCL 

VISUAL 1500  HRS 3000 HRS 3000 HRS PVDF 

Wet Adhesion AAMA 2605 VISUAL Passed Passed Passed No Pick up 

Chemical Resistance ASTM D 1308 
5%  HCL 

VISUAL Passed Passed Passed No Visual 
Change 

Water Boiling Test AAMA 2605 VISUAL Passed Passed Passed No Pick up 

Humidity Resistance ASTM D 2247 VISUAL 1500  HRS 4000 HRS 4000 HRS PVDF 

 

LAB Remark:-  Passed 
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